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EXPERIMENTAL InrVESTIGATION OF THERMAL-BUCKLING CHARACTERISTICS 

OF FLANGED, THIN-SHELL LEADING EDGES 

By Jerald M. Jenkins and Walter J. Sefic 
Flight Research Center 

SUMMARY 

The thermal-buckling behavior of a wide range of flanged, thin-shell 
leading-edge specimens was investigated. Specimens of varying geometry were 
subjected to temperature-rise rates up to 50" F per see (27.7" K per sec) and 
maximum heating rates up to 19.6 Btu/ft2-sec (222.4 kW/m2). 
investigated were constructed of 2024-T3 aluminum, SAE 4130 steel, or 
Inconel X-770. Regions of stable structural behavior were established on the 
basis of leading-edge dimensional and thermal-load parameters. Two types of 
buckli-ng were observed in the flanges of most of the specimens. The results of 
the experiments provide thermal-buckling information from which a variety of 
flanged, thin-shell leading-edge geometries may be selected that are free of 
unstable structural behavior while under the influence of severe thermal 
loadings. 

The specimens 

INTRODUCTION 

The leading edges of winged hypersonic aircraft are known to be subjected 
to intense aerodynamic heating (ref. 1) in flight. Detailed research investi- 
gations into specific types of leading edges suitable for hypersonic use have 
been limited. The heat-sink concept, although excessive in weight and limited 
to short durations of heating (ref. 2), has been the most widely used type of 
leading edge for hypersonic application. Limited experimental and analytical 
work on shell types of leading edges (refs. 3 and 4) has been conducted; 
however, the thermal-buckling behavior of leading edges has been defined only 
in analytical studies, such as references 5 and 6. 
simplifying assumptions, which impose limitations on their applicability to 
design problems. 

These theories include 

A series of experimental investigations into the thermal-buckling behavior 
of flanged, thin-shell leading edges has been conducted at the NASA Flight 
Research Center, Edwards, Calif. Three dimensional parameters were investi- 
gated: the shell radius, the flange depth, and the sheet thickness. The 
experiments included specimens constructed of three metal alloys of differing 
material properties: 2024-T3 aluminum, annealed SAE 4130 steel, and heat- 
treated Inconel X-750. 

111 11.- 1111 1111.1111.11111.111. I 



II ll1111 l111l11ll111l11 Ill I1 I1 I I II I 

The results of these experiments are presented in this paper to provide 
information useful in establishing a leading-edge geometry free of thermal- 
buckling problems. In addition, an insight is offered into the manner in which 
failure occurs and the severity of the failure. 

SYMBOLS 

The units used for the physical quantities in this paper are given both in 
the U.S. Customary Units and in the International System of Units (SI). 
Factors relating the two systems are given in reference 7. 

chordwise distance from leading edge to thermocouples 3, 4, and 5, 
respectively 

arbitrary constants 

flange depth, in. (em) 

flange parameter 

inside leading-edge radius, in. (em) 

stagnation-line-failure temperature, "F (OK) 

incremental rise above room temperature (80" F (300" K)) at 
failure, "F ( OK) 

maximum experimental temperature, "F (OK) 

sheet thickness, in. (em) 

rectangular coordinates 

coefficient of thermal expansion, in. /in. "F (cm/cm°K) 

buckling parameter 

DESCRIPTION OF APPARATUS 

Eighteen 4130 steel, 15 Inconel X-770, and 18 2024-T3 aluminum flanged, 
thin-shell leading-edge specimens were fabricated from standard sheet material. 
Four typical specimens are shown in figure 1. The geometry of the specimens is 
shown in figure 2(a), and the dimensions are presented in table I. 
of all the specimens was 16.0 inches (40.6 cm), and the taper angle was 
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constant at 15” (0.262 rad); however, 
the inside leading-edge radius r, the 
flange depth d, and the sheet thick- 
ness t were all retained as dimen- 
sional parameters. The range of varia- 
tion of these parameters was: 

t = 0.020 in. (0.051 em) to 
0.080 in. (0.203 em) 

r = 0.25 in. (0.64 em) to 
1.00 in. (2.54 cm) 

d = 2.20 in. (5.59 em) to 
5.00 in. (12.70 em) 

The sheet material for the speci- 
mens was first sheared to proper size, 
then the bend was formed to the desig- 
nated taper angle. Channels of the same 
material were formed with 1.00-inch 
(2.54-cm) flanges to dimensions such 
that the channel would fit precisely in- 
side the bottom of the leading-edge 
specimen. A channel 0.080-inch 
(O.2O3-cm) thick was constructed for 
each specimen. Each leading edge was 
then resistance-welded to its co- ,re- 
sponding channel at intervals of 0.5 inch 
(1.27 em) along the entire length of the 
flanges. When the welding operations 
were completed, the Inconel X-750 speci- 
mens were given a full heat treatment 
(ref. 8). No visible warping or distor- 
tion resulted from the treatment. 

Prior to the experiments, each of 
the specimens was instrumented with 
externally mounted chromel-alumel 
thermocouples (fig. 2(b)). The specimens 
were then attached to a beam (figs. 2(c) 
and 3) by inserting bearing plates inside 
the specimen and passing symmetrically 
positioned stainless-steel bolts through 
the bearing plate, through the web of the 
channel, and finally through the flange 
of a stiff beam. The restraining beam 
was an American Standard 417.7 steel beam 
modified by milling off the outside 
0.4 inch (1.02 em) of the top of the 
flanges of the beam (fig. 2 ( c ) ) .  
specimens were then striped with high- 
temperature white paint. Banks of 

The 

Figure 1 . -  Four typical flanged, thin-shell 
leading-edge specimens. 

0.5 in. \LLI 

(1.27 cm) 

(a )  Specimen geometry. 

e 4  \ ’ 
.5 

(b) Thermocouple location. 

0.4 in. 
(1.02 cm) 

(c) 417.7 restraining beam. 

Figure 2.- Sketches showing leading-edge-specimen 
geometry, thermocouple location, and restraining 
beam. 
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1000 

7 5 0  

500 

0.25-in. (0.64-cm) 
thick steel plate 

0.080-in. (0.203-cm) 
Stainless-steel bolts 

Figure 3.- Sketch of t e s t  condition. 

radiant-heat lamps were ar- 
ranged about the upper 1.00 inch 
(2.54 em) of the specimens 
(fig. 3). The banks of lamps 
overlapped the ends of the 
specimen to assure uniform heat- 
ing along the length of the 
specimen. External heat trans- 
fer was allowed only on the 
radial portion of the specimen 
and, in some cases, on a small 
part of the flange of the lead- 
ing edge. The remainder of the 
specimen was protected from 
radiant heat by sheets of high- 
temperature insulation. 

PROCEDURF: 

A control thermocouple was positioned on the stagnation line of the cylin- 
drical part of the leading-edge specimen 8 inches (20.32 em) from each end. 
The heating of the specimen was controlled by this thermocouple. The tempera- 
ture along the stagnation line of the specimen was programed to rise from room 
temperature at a rate of 50" F per see (27.7" K per see) to 700" F (645" K) for 
the aluminum specimens, 1200" F (922" K) for the steel specimens, and 1700" F 
(1200" K) for the Inconel X-750 specimens. ?"ne temperatures were held at these 
respective levels for 10 seconds. 
the stagnation line of the specimens is shown in figure 4. 
thermocouples were installed on all specimens to monitor chordwise temperature 

The programed temperature time history of 
Four additional 

U 
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E 
? 
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1500 

1000 

5 0 0  

Y I 1 L I 

Stagnation point 

SAE 4130 steel 

1000 - 
2024-T3 aluminum 

I 1 L I J 

0 10 2 0  3 0  4 0  5 0  
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E 
2 
a 
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I- 

Figure 4.- Programed temperature time histories for specimen stagnation line. 
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gradients. 
ure 2(b). 
with an overall accuracy of fl percent of full-scale deflection of 2400° F 

Table I1 lists the locations of the thermocouples shown in fig- 
Temperatures were recorded on conventional strip-chart recorders 

(1590" K) - 
The experiment was started by heating the specimen according to the pro- 

gramed temperature time history. Two observers were required during the 
experiments: one visually monitored the behavior of the specimen, and the 
other noted the time and temperature at which pertinent events occurred. 
the conclusion of each experiment, the events were logged, summarized, and 
classified by the observers. 

At 

RESULTS 

The most important single observation made during the heating of the 
leading-edge specimens was whether buckling did or did not occur. 
the following items were determined during the experiments: 

In addition, 

1. The manner in which buckling occurred. 

2. The temperature at which initial buckling occurred. 

3. The severity of buckling. 

4. The temperature distribution of the specimen. 

Table 111 summarizes the results of the experiments for each of the 

Two modes of unstable behavior were observed 
specimens in terms of either unstable (specimen buckled) or stable behavior 
(specimen did not buckle). 
(fig. 5). 
leading-edge specimen. This mode of buckling was either a single- or multiple- 
wave pattern similar to the buckling pat- 
tern of a plate compressed in one direction 
with some restraint on all edges. A 
typical example of this type of buckling 
pattern can be seen clearly in figure 6 by 
placing a straightedge along the longi- 
tudinal grid lines painted on the flange 
of the specimen. Mode I1 buckling also 
occurred in the flanges of the specimen. 
This mode of buckling was a single-wave 
pattern similar to that occurring in a 
compressed, thin column. An example of 
this type of buckling is shown in figure 7. 

Mode I occurred in the central regions of the flanges of the 

The severity of the buckling and the 
stagnation-line temperature at which 
buckling occurred is shown in table 111. 

Figure 5 . -  Buckling modes .  
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Figure 6.- Example of a Mode I buckle. Moderate - Buckles were almost 
undetectable by visual 
observation. 

Figure 7.- Example of a Node I1 buckle. 

Severe - Buckles were obvious 
by visual observation. 

Gross - Buckles were of such 
severity that the speci- 
men was essentially in- 
capable of carrying 
external load. 

The temperatures recorded in 
the stable-behavior column of 
the table indicate the maximum 
stagnation-line temperature 
that the specimen experienced 
without buckling. 

Two of the 5 1  specimens 
cracked. The cracks occurred 
on the flange of the specimen 
near the radial part (fig. 8). 
In both instances, a single 
crack started at a point of 
severe buckling and propagated 
in several directions after 

Figure 8.-  Example of a cracked specimen. 
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DISCUSSION OF EXPERIMENTS 

Mode I 
Mode I1 

Simultaneous 

None 

The large chordwise temperature 
gradients and the nonlinear tempera- 
ture distribution imposed on the 
specimens during these experiments 
represent a more severe operating 
environment than would be encountered 
by a hypersonic aircraft during 
actual flight. In addition, the 
restraining-beam system used to 
retard thermal bending of the speci- 
mens during the experiments provided 
a stiffer restraint than would nor- 
mally be required. An unrestrained 
leading edge is subjected to only 
first-order (loads arising from non- 
uniform temperature fields) thermal 
loads, whereas the introduction of 
restraint, such as that provided by 
the restraining beams, leads to zero- 
order (loads arising from nonuniform 
thermal action on the mutually con- 
nected bodies of a structural system) 
thermal loads (ref. 9 ) .  The presence 
of both zero and first-order thermal 
loads represents a combined thermal 
loading on the leading-edge 
specimens. Hence, the experimental 
data were obtained for an extreme 
thermal-loading ecvironment. If the 

Material 

2024-T3 aluminum 4130 steel Inconel x-730 
Tot a1 

1 2 0 3 
8 5 8 21 

3 5 3 11 
6 6 4 - 16 

2000 

1500 u. 
0 

!?i 

E 

1000 
a, 
n 

I- 
500 

Time, 
sec 

0 1 2 3 

1250 

1000 Y 
0 

E! 

E 

750 5 
a, 
0. 

500 I- 

250 

Chord distance, in. 
I 1 I 1 I I 
0 2  4 6  8 10 

Chord distance, cm 

Figure 9.- Chordwise temperature distributions at 
5-second increments for a typical specimen 
(number 50, Inconel X-750). 

results are applied to leading-edge geometries within the limitations of this 
investigation in which the combined thermal loadings are less severe, the data 
presented represent useful information for design purposes. The computation of 
the exact stress distribution and the theoretical buckling stress of the 
specimens is beyond the scope of this paper. 

Mode I1 was the most frequently observed type of buckling during the 
experiments, as is shown in the following table: 
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The l a rge  number of Mode I1 buckles appears t o  be a l o g i c a l  r e s u l t ,  con- 
s ider ing  the  reduced buckling s t rength  t h a t  would be associated with the  f r e e  
edge of t h e  specimen f lange .  Mode I buckling w a s  observed s ingu la r ly  i n  only 
th ree  specimens; however, t h e  occurrence of simultaneous buckling of both modes 
w a s  more frequent .  Buckling d id  not occur i n  t h e  r a d i a l  o r  curved por t ion  of 
t h e  specimens. Only two of t h e  specimens cracked. Both of t hese  instances 
involved combined gross  Mode I and Mode I1 buckling, and t h e  crack s t a r t e d  
a f t e r  t he  buckling. I n i t i a l l y ,  t h e  cracks were very small., but,  as the  speci-  
men cooled upon completion of t h e  t e s t ,  t h e  cracks propagated i n  severa l  
d i r e c t i o n s .  This delayed reac t ion  i s  a t t r i b u t e d  t o  r e s idua l  t e n s i l e  s t r e s s e s  
r e su l t i ng  from compressive yielding during t h e  t e s t .  

The most severe buckling occurred f requent ly  on specimens with s m a l l  
th ickness .  Nine of t h e  11 occurrences of gross  buckling involved specimens 
with a thickness  l e s s  than 0.025 inch (0.064 em). The r e s u l t s  of t h e  t e s t s  
i nd ica t e  t h a t  t h e  s e v e r i t y  of  buckling increased as t h e  leading-edge thickness  
decreased. 

The e f f e c t  of specimen thickness  on buckling behavior i s  shown i n  t h e  
following t abula t  i on : 

I 
~. 

Thickness, i n .  (em) I 
0.078 (0.198) t o  0.080 (0.203) 
0.062 (0.157) t o  0.063 (0.160) 

0.020 (0.051) t o  0.025 (0.064) 

0.040 (0.102) 

- .. . 

Number 
of s t a b l e  
specimens 

11 
4 
1 

0 

Total 
number of 
specimens 
. .. 

11 

4 
19 
1 7  

-. .. 

A s  can be seen, t he  maximum temperatures se lec ted  f o r  t he  experiments were 
i n s u f f i c i e n t  t o  i n i t i a t e  buckling i n  specimens having a thickness  equal t o  o r  
g r e a t e r  than 0.062 inch (0.157 cm). However, it i s  unl ike ly  t h a t  t he  mater ia l s  
inves t iga ted  would be des i r ab le  f o r  use as th in - she l l  leading edges a t  temper- 
a t u r e s  above the  maximum values se lec ted  f o r  t h e  experiments, s ince  t h e  e l a s t i c  
moduli and y i e ld  s t rength  of these  mater ia l s  degrade rap id ly  above these  
temperatures. Although the  da t a  obtained were i n s u f f i c i e n t  t o  determine t h e  
a c t u a l  f a i l u r e  temperatures of t h e  specimens having thicknesses  i n  excess of 
0.062 inch (0.157 em), t h e  knowledge t h a t  these  specimens d id  not buckle i s  of 
considerable p r a c t i c a l  value.  

The specimen length of 16.0 inches (40.6 em) w a s  se lec ted  f o r  two reasons: 
(1) it w a s  compatible with the  lengths  of t he  radiant-heat  lamps, i n  order t o  
assure  uniform heat ing of t h e  specimen i n  t h e  lengthwise d i rec t ion ,  and (2) it 
w a s  of such magnitude t h a t  a s ign i f i can t  p a r t  of t h e  specimen w a s  e s s e n t i a l l y  
f r e e  of lengthwise thermal-s t ress  end e f f ec t s ,  i . e . ,  t h e  lengthwise f i r s t - o r d e r  
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thermal loads in the central regions of the specimen would approach the values 
of an infinitely long leading edge. 

Except for the single interior channel at the base of the leading-edge 
specimen, no other interior or end stiffeners were used. It was decided that 
excessive stiffening of the specimens would introduce geometric discontinuities 
that would unnecessarily complicate the interpretation and analysis of the 
experimental results. 

Radius variations had little effect on the failure temperature of the 
specimens. The failure temperature was affected primarily by flange depth and 
flange thickness, since the radii and thicknesses investigated were of such 
proportions that buckling of the cylindrical part of the specimens is an 
unlikely mode of failure. 

INTERPRETATION OF DATA 

The buckling characteristics of the specimens are presented in fig- 
ures lO(a) to lO(c) as a function of the flange depth d and the stagnation- 
line-failure temperature Tf. Curves representing the specimen thicknesses are 
faired through the corresponding groups of data. The experimentally determined 
curves provide the stagnation-line temperatures at which failure occurs for a 
leading edge with a given flange depth and thickness. 

The data plotted in figure lO(a) for the 2024-T3 aluminum specimens are 
closely grouped; however, the data for the SAE 4130 steel specimens 
(fig. 10(b)) are somewhat erratic and widely scattered. The point at 
d = 2.5 inches (6.35 em), Tf = 600" F (589" K), and t = 0.040 inch (0.102 cm) 
is considered a "wild" point and was not used in fairing the constant-thickness 
curves. The data for the Inconel X-750 specimens (fig. 1O(c)) are the most 
closely grouped of the three materials tested. 

The general trend of the data presented in figure 10 appears to be logi- 
cal. The failure temperature increases as the flange depth decreases. A zero 
flange depth implies an almost semicylindrical shell type of configuration. 
The cylindrical portions of the specimens were found to have a very high 
buckling strength, due primarily to their small radii and large shell thick- 
nesses. This characteristic is manifested by the absence of failures in the 
cylindrical parts of the specimens. Therefore, a rapid increase in failure 
temperature would be expected as the flange depth approaches zero. It is also 
logical to expect, for the type of thermal loadings investigated, that, as the 
flange depth becomes very large, the failure temperature should not be affected 
and each curve representing constant thickness should approach some constant 
failure temperature asymptotically. This characteristic is illustrated in 
figure 10 by the tendency of the faired curves to approach zero slope for the 
larger flange depths. 
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Figure 10.- Variation of the stagnation-line-failure temperatures with the 
flange depth for two thicknesses.  



Figures ll(a), ll(b), and ll(c) illustrate the manner in which the 
stagnation-line-failure temperature varies for different flange depths and 
thicknesses. The constant-failure-temperature curves were determined from the 
data shown in these plots and from the results of figures lO(a), 10(b), 
and lO(c). A stable region (representing specimens that did not buckle during 
the experiments) was established by considering the general trends of the 
curves representing constant failure temperature and the location of the data 
obtained from the specimens that did not buckle. 

The data in figure ll(a) for the 2024-T3 aluminum specimens are consist- 
ent, and the curves representing constant failure temperature were easily 
established. 
somewhat inconsistent, and considerable scatter is apparent. The curves repre- 
senting constant failure temperature were difficult to establish; however, most 
of the points were consistent enough to make it possible to locate the curves. 
The data for the Inconel X-750 specimens in figure ll(c) were consistent, and 
the curves representing constant failure temperature were easily located. 

The data in figure ll(b) for the SAE 4130 steel specimens are 

The results presented in figure 11 demonstrate further the general obser- 
vations discussed previously. The failure temperature becomes larger for 
increasing flange thickness and decreasing flange depth. The data for the 
Inconel X-730 specimens (fig. ll(c)) indicate slightly steeper constant- 
failure-temperature curves for large failure temperatures. In addition, some 
of the curves intersect the region in which no buckling occurred (stable 
region). 
temperature curves, which, if exceeded, will exclude buckling as the likely 
mode of failure for the specific thermal loading applied to the specimen. 

This illustrates that there are geometric limitations on the failure- 

Experimental data 

0 No buckling 

.08 - 

.06 - 
!i .- 
c 

.04  - 

.02 - 

.20 

.15 

E 
.10 

.05 

0 1 2 3 4 5 6' 
d, in. 

I I I 1 
0 5 10 15 

d, cm 

(a) 2024T3 aluminum. 

Figure 1 1 . -  Effect of flange depth and flange thickness  on the 
stagnation-line-failure temperature. 
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Figure 11.- Concluded. 
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The constant-flange-depth curves shown in figures =(a), 12(b), and l2(c) 
were obtained by cross-plotting the information in figures ll(a), ll(b), 
and ll(c), respectively. 
flange-depth curves from which a stagnation-line-failure temperature Tf can 
be obtained for a specific flange thickness t. 

The results of such cross-plotting are families of 

The cross-plots in figures 12(a), l2(b), and 12(c) show that the constant- 
depth curves converge for small values of flange thickness and, as the flange 
depths increase, the curves tend to approach a more horizontal position. This 
trend indicates that, as the flange depth becomes very large, the failure 
temperature tends to approach a 
single value for small thick- 
nesses. This observation is 
conversely coincident with the 
previous observation that, as the 
flange depth becomes infinite, 
each curve representing constant 
thickness should approach some 
constant-failure temperature 
asymptotically. The region in 
which buckling did not occur is 
shown in figure 12( e) . 
region does not appear in fig- 
ures l2(a) and 12(b), because 
the curves of constant-failure 
temperature do not intersect the 
stable regions in figures ll(a) 
and ll(b) . The dashed lines in 
figure 12 represent the maximum 
experimental temperature Tm to 
which the specimens were sub- 
jected. No data were extrapo- 
lated beyond this temperature. 

This 

The results of the experi- 
ment are shown in a different 
manner in figure 13. A flange 

d parameter - is plotted t 
against a buckling parameter 

aATf(:r for each of the speci- 
mens in which buckling occurred. 
The introduction of the buckling 
parameter allows the data to be 
presented with a parameter de- 
scribing a physical property of 
the materials used in the 
experiment. The coefficient of 
thermal expansion a is intro- 
duced in addition to the 
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0 .05 .10 .15 .20  .25 
t, cm 

(a) 2024-T3 aluminum. 

d, in. (cm) 
-4.00 (10.16) 

1000 

Y 
0 

7 5 0  
I- 

500 

I I I I I I 
0 .02  .04 .06 .08 .10 

t, in. 
I I I I 
0 .05 .10 .15 .20 .25 

t, cm 

(b) SAE 4130 s tee l .  

Figure 12.- Variation of  stagnation-line-failure temperature a s  a 
function of flange thickness for several flange depths. 

1 3  



2 0 0 0  - temperature change at failure 
ATf and the flange parameter - d 

t' 
Except for a certain amount of 
scatter, which is characteristic 
of this type of experiment, the 
data are fairly closely grouped 

0 and appear to be almost linear y. 

L when presented in terms of these 
c + c 

parameters. 

The experimental data in 
figure 1 3  indicate a consistency 
between the results obtained for 
all three materials when the 

and the temperature rise at 

4 0 0  (12.70) - 5 0 0  - 

I I 1 1 I coefficient of thermal expansion 
.10 0 .02 .04 .06  .08 

I I I 1 '  1 J failure are associated with the 
0 .05 .10 .15 .20 .25 geometric parameters. The uni- 

t, cm form location of the data leads 
to the question of whether data 
obtained for other materials, 
tested in a similar manner, would 

t, in. 

(c )  Inconel X-750. I 

Figure 12.- Concluded. 

2 4 0  

2 0 0  

E 2 160 

c 

" 
I 

.- 
2 120 .- 
w I: 

8 0  

4 0  

- 

- 

- 

- 

- 

- 

A 0  

Experimental data 
-o- 2024-T3 aluminum 
u SAE 4130 steel 
+ Inconel X-750 

I I L- I 1 1- . I 
0 4 0  8 0  120 160 2 0 0  2 4 0  2 8 0  

Figure 13.- Effect of the variation of the flange parameter on the 
buckling parameter. 
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a l s o  l i e  near the  experimental curve obtained i n  t h i s  paper. Although the  
th ree  mater ia l s  invest igated provide a f a i r l y  broad range of physical  proper- 
t i e s ,  t he  range i s  fa r  from complete. 0 the r .ma te r i a l s  may behave s imi la r ly ;  
however, the scope of these experiments does not warrant any conclusion i n  t h i s  
d i r ec t ion .  

The f a i r ed  curve i n  f igu re  1 3  may be c lose ly  represented by a parabol ic  
curve of the  form 

v+ 

where 

x = GATf($ 

Y = (E) 
al, a*, a3 = a r b i t r a r y  constants 

The following constants  

a1 = -20.72 

a2 = 0.8013 

a3 = 0.0009795 

s a t i s f y  the  f a i r ed  curve and y i e ld  the  equation 

2 a A T f ( ~ ~  = -20.72 + 0.8013(,) d + 0.0009795(~) 

Solving for ATf r e s u l t s  i n  the  equation 

1 ATf = .[I-20.72(:) 2 + 0.8013($) + 0.0009793 

a 

which represents  empir ical ly  the  experimental da t a  of f i gu re  13. The equation 
may be used t o  e s t a b l i s h  the increment of temperature 
edge buckling w i l l  occur, i f  t he  configurat ion and the  thermal environment are 
within the  experimental l imi t a t ions  of t h i s  paper and the  material, f lange 
depth, and f lange thickness  are known. It should again be pointed out  t h a t  the  
scope of t h i s  paper does not e s t a b l i s h  the  v a l i d i t y  of t h i s  equation f o r  use 
with materials other  than those included i n  the  experiments. 

ATf a t  which leading- 
c 

#~ 



CONCLUSIONS 

An investigation of the buckling behavior of 51 flanged, thin-shell 
leading-edge specimens subjected to temperature rise rates up to 50" F per see 
(27.7" K per see), which corresponds to a maximum heating rate up to 
19.6 Btu/ft2-sec (222.4 kW/m2) , showed that: 

1. Two modes of buckling occurred in the flanges of most of the specimens. 
Bucklins did not occur in the radial portion of the specimens. 4 

2. The severity of the buckling increased as the thickness of the specimen 
decreased. The specimen radius affected the failure temperature only slightly. 

3. Failure temperatures increased as leading-edge-flange depths decreased, 
for constant values of thickness. Failure temperatures approached a constant 
value as the leading-edge-flange depth became large for constant values of 
thickness. 

4. The failure temperature increased as the flange thickness increased 
for constant values of flange depth. 

5. Leading-edge thermal buckling w5ll not occur in particular dimensional 
regions, provided the maximum stagnation-line temperature is not exceeded, and 
the leading-edge temperature distribution is similar or less severe than the 
experimental environment. 

6. A unified approach may be implemented to predict thermal buckling of 
flanged, thin-shell leading edges by associating a property of the leading- 
edge material (the coefficient of thermal expansion) with the increment of 
temperature required to initiate buckling and with the geometric parameters of 
the flange. The experiments led to the following empirical equation 

ATf = L[20.72(:- + 0.@13($) + 0.0009795 
a 1 

where 

ATf = incremental rise above room temperature at failure, "F (OK) 

a = coefficient of thermal expansion, in./in."F (cm/cm"K) 

t = sheet thickness, in. (em) 

d = flange depth, in. (em) 

Flight Research Center, 
National Aeronautics and Space Administration, 

Edwards, Calif., October 22, 1965. 
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TABLE I 

GEObETilY OF LEADING-EDGE SPECIMENS 

Specimen 

1 
2 
3 
4 
5 
6 
7 
8 
9 

10 
11 
12 
13  
14 
15 
16 
17 
18 
1 9  
20 
21 
22 
23 
24 
25 
26 
27 
28 
29 
30 
31 
32 
33 
34 
35 
36 
37 
38 
39 
40 
4 1  
42 
43 
44 
45 
46 
47 
48 
49 
50 
51 

Materia 1 

2024-T3 Aluminum 
2024-T3 Aluminum 
2024-T3 Aluminum 
2024-T3 Aluminum 
2024-T3 Aluminum 
2024-13 Aluminum 
2024-Tj Aluminum 
2024-Tj Aluminum 
2024-T3 Aluminum 
2024-13 Aluminum 
2024-13 Aluminum 
2024-T3 Aluminm, 
2024-T3 Aluminum 
2024-T3 Aluminum 
2024-T3 Aluminum 
2024-T3 Aluminum 
2024-T3 Aluminum 
2024-T3 Aluminum 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
.:AE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
SAF: 4130 Steel 
SAE 4130 Steel 
SAE 4130 Steel 
inconel X-750 
inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-750 
Inconel X-730 
Inconel X-730 

r, in. (cm) 

0.50 (1.27)  
.50 (1.27)  
.25 ( . 6 4 )  
.25 ( . 6 4 )  
-50 (1.27) 
.50 (1.27)  

1.00 (2 .54)  
1.00 (2 .54)  
1.00 (2.34) 
1.00 (2 .54)  

.50 (1 .27)  
-50 (1 .27)  
.2> ( .64) 
.2> ( . 6 4 )  
.25 ( .64)  
.25 ( .64)  
.88 (2.22) 
.88 (2 .22)  
.jO (1 .27)  
.50 (1 .27)  
.e:, ( .64)  
.2> ( .64)  
-50 (1.27) 
.50 (1.27)  

1.00 (2.54)  
1.00 (2.54) 
1.00 (2.54)  
1.00 (2.54)  

.50 (1 .27)  

.50 ( 1 . 2 7 )  

.25 ( . 6 4 )  

.25 ( .64)  

.25 ( . 6 4 )  

. 2 j  (.G4) 
1.00 (2.54)  
1.00 (2.54)  

.50 (1 .27)  

.50 (1 .27)  
-50 (1.27) 
.50 (1 .27)  

1 .00 (2.54) 
1.00 (2.54) 
1.00 (2.54)  
1.00 (2.54)  

-50 (1.27) 
.25 ( .64)  
.25 ( .64)  
.25 ( .64)  

.88 (2.22)  

.25 ( . 6 4 )  

.ee (2.22) 

d, in. 

2.90 
5 .oo 
2.80 

3 .oo 
5 .oo 
5 .oo 
3.10 

4.80 

2.50 
4.50 
2.50 
4.50 
2.50 
2.80 
1.80 
2.90 
5 .oo 
3 .oo 

(7.37) 
12.70) 
(7.11) 

(7 .62)  
12.70) 
12 .70)  
(7.62) 

4.90 (12.45) 
3.00 (7.62) 
4.90 (12.45) 
3.00 (7 .62)  
4.90 (12.45) 
2.80 (7.11) 
4.90 (12.45) 
2-90  ( 7 . 3 7 )  
2.20 (5.59)  
3.10 (7.62) 
2.50 (6.35)  

2.50 (6 .35)  

12.19) 

4.50 (11.43) 

4.50 (11.43) 
2 - 5 0  (6.35)  
4.50 (11.43) 
4.50 (11.43) 
2.50 (6.35) 
4.50 (11.43) 
2-50  (6 .35)  
4.50 (11.43) 

(6.35) 
11.43) 
(6.35) 
11.43) 
( 6 . 3 5 )  
(7.11) 
(4 .57)  
(7 .37)  
12.70) 
(7 .62)  

5.00 (12.70) 
5.00 (l2.70) 
3.10 (7.62)  
4.90 (12.45) 
3.00 (7.62)  
4.90 (12.45) 
4.90 (12.45) 
2.80 (7.11) 
4.90 (12.45) 
2.90 (7.37)  
2.20 (5 .55)  
3.10 (7.62)  

t, in. (em) 

0.080 I 
.080 
.080 
.080 
.Ob0 
.Ob0 
.Ob0 
.040 
.020 
.020 
.020 
.020 
.Ob0 
.Ob0 
.020 
.020 
.063 
.063 
.080 

.080 

.080 

.OB0 

.Ob0 

.Ob0 

.Ob0 

.040 

.025 

.025 

.025 

.025 

.Ob0 

.Ob0 

.o25 

.023 

.080 

.Ob0 

.078 

.Ob0 

.Ob0 

.Ob0 

.Ob0 

.020 

.020 

.020 

.040 

.040 

.020 

.020 

.062 

.062 

.07C 

r/t 

6 . 3  
6 - 3  
3 . 1  
3 *1 

l2.5 
l2 -5  
25 .o 
25 .o 
50.0 
50.0 
25.0 
23.0 

6 .3  
6 . 3  

12.5 
12 .5 
13 - 9  
13.9 
6 . 3  
6 . 3  
3 - 1  
3 . 1  

12.5 
12.5 
25 .o 
25 .o 
40.0 
40.0 
20.0 
20.0 
6 .3  
6 . 3  

10.0 
10.0 
12.5 
25 .o  
6.4 
i: . 4  

12.5 
12.5 
25 .o 
25 .o 
50.0 
50.0 
25 .o 

6 . 3  
6 .3  

12.5 
12.5 
1 4 . 1  
1 4 . 1  

d/t 

36 
63  
35 
60 
75 

2 5  
Q5 
78 

245 
15 0 
245 
15 0 
12 3 
70 

245 
145 

35 
49 
31 
56 
31 
56 
63 
11 3 
11 3 
63 

180 
100 
180 
100 
113 
63 

180 
100 

35 
45 
37 
64 
75 

125 
=5 
78 

245 
15 0 
245 
12 3 
70 

245 
145 

35 
50 

~ 
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TABLE I1 

DESCRIPTION OF LEADING-EDGE-SPECIMEN THERMOCOUPLE LOCATIONS 

Spec i men 

1 
2 
3 
4 
5 
6 
7 
8 
9 
10 
11 
l2 
13 
14 
15 
16 
17 
18 
19 
20 
21 
22 
23 
24 
25 
26 
27 
28 
29 
30 
31 
32 
33 
34 
35 
36 
37 
38 
39 
40 
41 
42 
43 
44 
45 
46 
47 
48 
49 
50 
51 

a, in. (em) b, in. (em) 

1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.90 (3.81) 
1.30 (3.81) 

1.50 (3.81) 

1.70 (3.81) 

1.50 (3.81) 
1.50 (3.81) 

1.50 (3.81) 

1.50 (3.81) 

1.50 (3.81) 

1.50 (3.81) 

1.00 (2.54) 

1.00 (2.34) 

1.00 (2.54) 

1.00 (2.54) 

1.00 (2.54) 

1.00 (2.54) 

1.00 (2.34) 

1.00 (2.54) 
1.00 (2.54) 
1.00 (2.54) 
1.00 (2.54) 

1.00 (2.54) 
1.50 (3.81) 

1.50 (3.81) 
1.30 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 
1.50 (3.81) 

1.50 (3.81) 
1.00 (2.54) 

1-50 (3.81) 
1.00 (2.54) 
1.00 (2.54) 
1.50 (3.81) 

c ,  in. (em) 

2.50 (6.35) 
2-50 (6.35) 
2-50 (6.35) 
2-50 (6.35) 
2.50 (6.35) 
2.50 (6.35) 
2.50 (6.35) 
2.50 (6.35) 
2.50 (6.35) 
2.50 (6.35) 
2.50 (6.35) 
2.50 (6.35) 
2-50 (6.35) 
2-50 (6.35) 
2-50 (6.35) 
2.50 (6.35) 
2-50 (6.35) 
2-50 (6.35) 
2.00 (3.08) 
2.50 (6.33) 
2.00 (3.08) 
2.50 (6.35) 
2.00 (5.08) 
2.50 (6.35) 
2.50 (6.35) 
2.00 (5.08) 

2.00 (5.08) 

2.00 (5.08) 

2.50 (6.35) 

2-50 (6.35) 

2.50 (6.35) 
2.00 (3.08) 
2.50 (6.35) 
2.00 (5.08) 
2.00 (5.08) 
2.00 (5.08) 
2.00 (5.08) 

2.00 (5.08) 
2-50 (6.35) 

2-50 (6.35) 
2-50 (6.35) 
2.50 (6.35) 
2.50 (6.35) 
2.50 (6.35) 
2-50 (6.35) 
2.00 (5.08) 
2-50 (6.35) 
2-50 (6.35) 
2.00 (5.08) 
2.00 (5.08) 
2-50 (6.35) 



TABLE I11 

SUDfWRY OF RESULTS OF LEADING-EDGE EXPERIMENT'S 

- -  

Specimen 
number 

1 
2 
3 
4 
5 
6 
7 
8 
9 

10 
11 
l2 
1 3  
14 
15 
16 
17 
18  
1? 
20 
21 
22 
23 
24 
25 
26 
27 
28 
29 
30 
31 
32 
33 
34 
32 
36 
37 
38 
39 
40 
4 1  
42 
43 
44 
45 
46 
47 
48 
49 
50 
5 1  

Unstable  behavior  

Mode 2 

S e v e r i t y  
o f  f a i l u r e  

None 
None 
None 
None 
None 

Xodwate  
None 
None 
None 

Moderate 
Moderate 

Severe  
Moderate 

Severe  
Severe  
Gross 
None 
None 
None 
None 
None 
None 

Moderate 
Nod e r a  t e 
Nod e r a  t e 

None 
None 
None 

Moderate 
iNodera t e  

Severe 
Severe  
Severe 
Cross 

None 
None 
None 
None 
None 

Moderat e 
None 
None 

ivioderate 
Moderate 

Severe  
Severe  

Moderate 
b ; r o s s  
'Gross 

None 
None 

Node 1 

S tagna t ion -  
1 i n  e temp e r a - 
t u r e  a t  f a i l -  

u re ,  "F (OK) 

-___------- 
a ? ~ ~  (644) 

~ 

S e v e r i t y  
of f a i l u r e  

None 
None 
None 
None 

Moderate 
Moderate 

Severe  
Severe  
Severe  
Severe  
Severe  
Severe  
Severe  
None 

Severe  
Gross 

None 
Nvne 
None 
None 
None 
None 
None 

Moderate 
Gross 
Gross 
Gross 
Gross 
Gross 
S ross  

Moderate 
None 

Gross 
Gross 

None 
None 
None 
None 

Moderate 
Severe  
Severe 
Severe  
Severe  
S w e r e  
Severe  
S w e r e  
Severe 
bL;ross 
'Cross 

None 
None 

S tagna t ion -  
l i n e  tempera- 
t u r e  a t  f a i l -  
ure, OF ( O K )  

S t a b l e  behavior 

Maxi m u m  temper- 
a t u r e  a t t a i n e d  
by  s t a b l e  spec- 

imen, "F ( O K )  

690 (638) 
700 (644) 
710 (649) 
700 (644) _- - - -______ 

aSpecimen buckled du r ing  10-second h e a t  soak a t  m a x i m u m  t empera tu re .  
bSpecimen c racked .  
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Specimen 
number 

1 
1 
1 
1 
1 
1 
2 
2 
2 
2 
2 
2 
3 
3 
3 
3 
3 
3 
4 
4 
4 
4 
4 
4 
5 
5 
5 
5 
5 
5 
6 
6 
6 
6 
6 
6 
7 
7 
7 
7 
7 
7 
8 
8 
8 
8 
8 
8 

TABLE IV 

CHORDWISE TEMPERATURE-TIME HISTORIES OF THE SPECIMENS 

Time, 
sec 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 

Thermocouple 2 
80 
220 
4 30 
610 
690 
650 
80 
340 
600 
700 
700 
640 
80 
370 
620 
7 00 
700 
640 
80 
370 
6 30 
700 
700 
640 
80 
400 
640 
700 
700 
640 
80 
360 
620 
7 00 
700 
620 
80 
2 00 
420 
660 
690 
7 00 
80 
350 
600 
7 00 
7 00 
640 

Temperature, "F ( O K )  

lherrnocouple 3 
80 
200 
360 
500 
550 
560 
80 
160 
300 
440 
500 
520 
80 
280 

600 
620 
600 
80 
300 
520 
620 
640 
600 
80 

450 
560 
600 
560 
80 
220 
400 
5 30 
570 
540 
80 

440 

240 

140 
290 
440 
520 
560 
80 
180 
340 
520 
580 
580 

Thermocouple 4 Thermocouple 5 
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Specimen 
number 

9 
9 
9 
9 
9 
9 
10 
10 
10 
10 
10 
10 
11 
11 
11 
11 
11 
11 
12 
12 
12 
12 
12 
12 
13 
13 
13 
13 
13 
13 
14 
14 
14 
14 
14 
14 
15 
15 
15 
15 
15 
15 
16 
16 
16 
16 
16 
16 

TABLE IV.- Continued 

CHORDWISE TEMPERATURE-TIME HISTORIES OF THE SPECIMENS 

Time, 
sec 

0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 

Thermocouple 2 
Temperature, O F  ( O K )  

Thermocouple 3 
80 
160 
340 
480 
540 
550 
80 
270 
440 
540 
580 
570 
80 
230 
420 
580 
600 
600 
80 
2 90 
500 
6 00 
600 
560 
80 
240 
450 
5 90 
600 
570 
80 
260 
440 
580 
600 
570 
80 
160 
360 
560 
600 
600 
80 
25 0 
480 
620 
640 
620 

Thermocouple 5 

100 
140 
180 
200 
80 
80 

22 



Specimen 
number 

17 
1.7 
1.7 
17 
17 
17 
18 
18 
18 
18 
18 
18 
19 
19 
19 
19 
19 
19 
19 
19 
20 
20 
20 
20 
20 
20 
20 
20 
21 
21 
21 
21 
21 
21 
21 
21 
22 
22 
22 
22 
22 
22 
22 
22 

TABLE IV.- Continued 

CHORDWISE TEMPERATURE-TIME: HISTORIES OF THE SPECIMENS 

Time, 
sec 

0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 

Thermocouple 2 

80 
340 
600 
690 
700 
650 
80 
310 
580 
700 
7 00 
660 
80 
320 
560 
790 
980 
1140 
1170 
1120 
80 
3 30 
570 
800 
1000 
1150 
1150 
1100 
80 
330 
5 90 
770 
950 
1100 
1120 
1040 
80 
350 
600 
830 
1020 
1180 
1170 
1040 

Temper at w 

Thermocouple 3 
80 
130 
280 
460 
5 30 
560 
80 
2 30 
400 
5 00 
560 
560 
80 
180 
340 
500 
640 
760 
800 
82 0 
80 
90 
140 
220 
300 
400 
460 
500 
80 
200 
340 
500 
640 
760 
820 
820 
80 
2 00 
380 
550 
700 
850 
880 
840 

OF (OK) 
Thermocouple 4 

- 

I 



Specimen 
number 

~~ 

23 
23 
23 
23 
23 
23 
23 
23 
24 
24 
24 
24 
24 
24 
24 
24 
25 
25 
25 
25 
25 
25 
25 
25 
26 
26 
26 
26 
26 
26 
26 
26 
27 
27 
27 
27 
27 
27 
27 
27 
28 
28 
28 
28 
28 
28 
28 
28 

TABLE IV.- Continued 

CHORDWISE TEMPERATURE-TIME HISTORIES OF THE SPEClMENS 

Time, 
see 

0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 

Thermocouple 2 

80 
320 
560 
800 
1060 
1160 
1150 
1060 
80 

380 
630 
900 
1130 
1130 
1120 
950 
80 
400 
630 
880 
1120 
12 10 
l2 10 
1110 
80 
300 
5 00 
750 
1000 
12 30 = 30 
200 
80 
300 
520 
780 
1000 
1200 
12 00 
1140 
80 
300 
520 
780 
1000 
122 0 
1220 
l200 

Temperature, "F ( O K )  

Thermocouple t 
80 
220 
380 
560 
740 
850 
880 
840 
80 
2 00 
380 
550 
750 
800 
840 
780 
80 
270 
420 
580 
750 
840 
870 
820 
80 
220 
4 00 
570 
760 
92 0 
990 
1000 
80 
240 
4 30 
6 30 
830 
1010 
1040 
1000 
80 
200 
380 
540 
72 0 
900 
960 
980 

, 

24 



h 

f 

Spec i men 
nimber 

29 
29 
29 
29 
29 
29 
29 
29 
30 
30 
30 
30 
30 
30 
30 
30 
31 
31 
31. 
31 
31 
31 
31. 
31 
32 
32 
32 
32 
32 
32 
32 
32 
33 
33 
33 
33 
33 
33 
33 
33 
34 
34 
34 
34 
34 
34 
34 
34 

TABLE 1V.- Continued 

CHORDWISE TEMPERAT'URE-TIME HISTORIES OF THE SPECIMENS 

Time, 
sec 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 

Thermocouple 2 

80 
310 
5 30 
770 
1010 
12 10 
1210 
1180 
80 
320 
560 
800 
1020 
12 30 
1220 
l2 00 
80 
320 
5 90 
82 0 
1060 
I200 
l200 
1120 
80 
300 
560 
800 
1040 
1220 
1220 
1190 
80 
300 
5 30 
780 

1190 
1150 
80 
380 
600 
850 
1080 
l220 
1210 
1x20 

1000 
1200 

80 
2 30 
42 0 
610 
820 
1000 
1030 
1010 
80 
220 
400 
580 
770 
95 0 
990 
1000 
80 
250 
4 30 
6 30 
800 
960 

960 
80 
250 
420 
6 30 
830 

990 

1000 
1040 
1020 
80 
200 
380 
560 
740 
940 
980 
1000 
80 
260 
430 
600 
780 
940 
980 
970 

Temperatur 

Thermocouple 3 
~ 

"F (OK) 
Thermocouple 4 Thermocouple 5 



Specimer 
number 

35 
35 
35 
35 
35 
35 
35 
35 
36 
36 
36 
36 
36 
36 
36 
36 
37 
37 
37 
37 
37 
37 
37 
37 
37 
37 
37 
38 
38 
38 
38 
38 
38 
38 
38 
38 
38 
38 
39 
39 
39 
39 
39 
39 
39 
39 
39 
39 
39 

TABLE 1V.- Continued 

' CHORDWISE TENPERATURE-TIPIE HISTORIES OF THE SPECIMENS 

Time, 
see 

0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
0 
5 
10 
15 
20 
25 
30 
35 
40 
45 
50 
0 
5 
10 
15 
20 
25 
30 
35 
40 
45 
50 
0 
5 
10 
15 
20 
25 
30 
35 
40 
45 
50 

Thermocouple 2 

80 (300) 
330 (439) 
600 (588) 
840 (722) 
1100 (866) 
l220 (933) 
l220 (933) 

80 (300) 

900 (755) 

1160 (900) 

380 (466) 
640 (611) 

1140 (889) 
1200 (922) 
1200 (922) 
1050 (839) 
80 (300) 
370 (461) 
610 (594) 
870 (744) 
1130 (883) 
1380 (1022) 
1630 (1161) 

1690 (1194) 
1690 (1194) 

1540 (1111) 
1400 (1033) 
80 (300) 
320 (433) 
600 (589) 
880 (744) 
1150 (894) 
1400 (1033) 
1630 (1161) 
1720 (1211) 
1720 (1211) 

660 (622) 

1200 (922) 
1480 (1077) 

930 (772) 

1710 (=05) 
1700 (1200) 
1600 (1144) 
1350 (1005) 
1180 (911) 

Temperature, OF (OK) 
Thermocouple 3 

90 (305) 
loo  (311) 

5 

26 



Specimen 
number 
40 
40 
40 
40 
40 
40 
40 
40 
40 
40 
40 
41 
41 
41 
41 
41 
41 
41 
41 
41 
41 
41 
42 
42 
42 
42 
42 
42 
42 
42 
42 
42 
42 
43 
43 
43 
43 
43 
43 
43 
43 
43 
43 
43 

TABLE N e -  Continued 

CHORDWISE "mmmmE-:rm HISTORIES OF THE SPECIMENS 

T i m e ,  
sec 
0 
5 
10 
15 
20 
25 
30 
35 
40 
45 
50 

0 
5 

10 
15 
20 
25 
30 
35 
40 
45 
50 
0 
5 
10 
13 
20 
25 
30 
35 
40 
45 
50 
0 
5 
10 
15 
20 
25 
30 
35 
40 
45 
50 

~ 

Thermocouple 2 
80 (300 

610 (494 
880 (744 
1130 (938 
1400 (1033 
1640 (1166 
1710 (1205 

360 (455 

620 (Goo) 
870 (750) 

1650 (1172) 
1700 (1200) 
1700 (1200) 
1430 (1050) 
1190 (916) 
80 (300) 
380 (466) 
630 ((305) 
320 (766) 
l200 (922) 

1680 (1189) 
1760 (233) 

1140 (889) 
1400 (1033) 

1460 (1066) 

1.730 (1216) 
1490 (1083) 
3270 (961) 
80 (300) 

620 (600) 

l200 (922) 
1460 (1066) 

1740 (1222) 

350 (450) 

320 (766) 

1700 (1200) 

1720 (1211) 
1-330 (994) 
1000 (811) 

Temperature, "F (OK) 
Thermocouple 4 Thermocouple 5 

80 (300 
80 (300 
80 (300 

loo  (311 
110 (316 
130 (327 
160 (344 
210 (372 
240 (389 
270 (405 
290 (416 
80 (300 
80 (300 
80 (300 
110 (316 
130 (327 
170 (350 
220 (377 

330 (439 

280 (411 
310 (427 

340 (444 
80 (300 
80 (300 
80 (300 
80 (300 

110 (316 

160 (344 
190 (361 

100 (311 

130 (327 

210 (372 
220 (377 
80 (30C 
80 (30C 
80 (30C 
100 (311 
140 (333 
200 (366 
260 (40C 
320 (453 
380 (466 
390 (4'72 
370 (461 



Specimen 
number 
44 
44 
44 
44 
44 
44 
44 
44 
44 
44 
44 
45 
45 
45 
45 
45 
45 
45 
45 
45 
45 
45 
46 
46 
46 
46 
46 
46 
46 
46 
46 
46 
46 
47 
47 
47 
47 
47 
47 
47 
47 
47 
47 
47 

TABLE IT.- Continued 

CHORDWISE TEDlPEBlTURE-TlME HISTORIES OF THE SPECLWNS 

Time, 
sec 

0 
5 
10 
15 
20 
25 
30 
35 
40 
45 
50 
0 
5 
10 
15 
20 
25 
30 
35 
40 
45 
50 
0 
5 
10 
15 
20 
25 
30 
35 
40 
45 
50 
0 
5 
10 
15 
20 
25 
30 
35 
40 
45 
50 

Thermocouple 2 

80 (300) 
360 (455) 
620 (600) 
890 (750) 
1150 (894) 
1400 (1033) 
1650 (1172) 
1690 (1194) 
1690 (1194) 
1320 (989) 
io10 (816) 
80 (300) 

350 (450) 
650 (639) 
970 (794) 
1270 (961) 

1760 (1233) 

1220 (933) 
920 (766) 
80 (300) 
370 (461) 
610 (394) 
870 (744) 
1130 (883) 
1380 (1022) 
1630 (1161) 
1710 (1205) 
1710 (1205) 

80 (300) 

930 (772) 
=20 (933) 

1580 (1133) 
1650 (1172) 

=80 (966) 

1540 (1111) 
1780 (1244) 

1650 (1172) 

1370 (1016) 
1020 (822) 

380 (466) 
640 (611) 

1450 (1061) 

1680 (1189) 
1510 (1094) 

Temperature, OF ( O K )  

& 

28 



Specimen 
number 

48 
48 
48 
48 
48 
48 
48 
48 
48 
48 
48 
49 
49 
49 
49 
49 
49 
49 
49 
49 
49 
49 
50 
30 
30 
30 
>O 
>o 
50 
30 
50 
50 
50 
5 1  
5 1  
5 1  
5 1  
51 
5 1  
5 1  
51 
5 1  
5 1  
51 

TABLE IV.- Concluded 

CHORDWISE 'FF3lYERATURE-TJ3E H I S  IORIES OF 'L'EE SP'ECDl3;NS 

Time, 
s e e  

0 
5 

10 
15 
20 
25 
30 
35 
40 
45 
50 
0 
3 
10 
15 
20 
25 
30 
35 
40 
45 
30 
0 
3 
10 
13 
20 
2 :I 
30 
33 
40 
45 
50 
0 
5 

10 
15 
20 
25 
30 
35 
40 
45 
50 

1330 
1020 
80 
330 
6lt0 
y2 0 
12 00 
1470 
Y(20 
1760 
1740 
1520 
1320 

80 
350 
640 
92 0 
1200 
114 70 
l'(20 
1, j i ;O 
l ,i40 
1920 
1320 

80 
36 0 
620 
890 

1150 
1J100 
1660 
1700 
1700 
15 00 
1300 

:l200) 

(977 1 
'1089) 

Tempera ture ,  "F (OK) 
Tliermocoiiple 5 
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